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Building 1, U;]_ui A Iab Report
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REPORT: R89-31466.4 ( COMPLETE ) | REFERENCE INFO: NONE GIVEN
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NUNBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 60 0.002 oPT Five Assay
SAMPLE TYPES NUNBER SIZE FRACTIONS NUNBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 60 2 -150 60 CRUSH,PULVERIZE -150 60
SAMPLE PICKUP/MILE 1
REMARKS :

1AT GOID (29.176)
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevad4 89431

702 (359-9330)

Geochemical

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED: 29-SEP-89

Lab Report

REPORT: R89-31466.4 W PROJECT: NONE GIVEN PAGE 1

SAMPLE ELEMENT Au SANPLE ELENENT Au

NUMBER oPT NUMBER UNITS  OPT

22 R89-561 DAN-DNS 0.007 72 R89-561 185-19D <0.002

22 R89-561 005-010 0.013 22 R89-561 190-195 <0.002

72 R89-561 D1N-015 0.005 DURLFEAH <t-00r—

22 R89-561 015-020 0.007 22 R89-561 195-200 0.003

22 R89-561 N20-025 0.004 22 R89-561 200-205 0.003

22 R89-561 025-030 0.005 22 R89-561 205-210 <0.002

72 R89-561 030-035 0.008 22 R89-561 210-215 <0.002
— DUPLICATE B 22 R89-561 215-220 <0.002

22 R89-561 035-D4D 0.020 72 R89-561 220-225 0.004

72 R89-561 040-045 0.007 22 R89-561 225-230 0.003

72 R89-561 D45-D50 0.004 22 R89-561 230-235 <0.002

22 R89-561 050-055 0.005 22 R89-561 235-24D 0.005

22 R89-561 055-D4D 0.002 72 R89-561 240-245 <0.002

22 R89-561 060-065 0.003 72 R89-561 245-250 0.006

72 R89-561 D65-D7D 0.002 22 R89-561 250-255 0.086 ,00Z

22 R89-561 070-075 0.003 DURLICATE e

72 R89-561 D75-080 0.003 22 R89-561 255-260 0.003

72 R89-561 080-085 0.003 22 R89-561 260-265 0.002
~BURLICATE it~ 72 R89-561 265-270 0.002

22 R89-561 085-090 0.004 22 R89-561 270-275 0.005

22 R89-561 090-095 0.003 7 2Re9-561/275-280 éﬁnﬁi"

22 R89-561 095-100 0.002 1) 2FRE9\561L080-285 <0.002 §
72 R89-561 10N-105 0.003 iy i 78 R89-56T785-290~  -0.005 '

72 R89-561 105-110 0.004 0L 12 Regeset 290-295 0.006

72 R89-561 110-115 0.004 (A 122 Re9REL 29530 0.002

i 1

22 R89-561 115-120 0.003 | e e

72 R89-561 120-125 0.004 [ .00 DM e

22 R89-561 125-130 0.002

72 R89-561 130-135 <0.002 T ———

22 R89-561 135-140 <0.002

72 R89-561 140-145 <0.082

~—BURL A <0 B2~

22 R89-561 145-150 0.005

72 R89-561 150-155 <0.002

22 R89-561 155-160 <0.002

72 R89-561 160-165 0.002

22 R89-561 165-170 0.004

22 R89-561 170-175 0.010

72 R89-561 175-180 0.004

72 R89-561 180-185 0.002
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BROHM MINING CORPORATION
MR. JIM BARRON
PO BOX 485

DEADWOOD, SOUTH DAKOTA
57732

Invoice

Date

Report No:

Project

Reference:

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

: R076598, Page 1

29-SEP~-89

R89-31466.4

: NONE GIVEN

BARRON

NONE GIVEN

60 Analyses of Gold

Subtotal $
Sample Preparation

60 Samples of CRUSH,PULVERIZE -150 at $ 3.00 $
1 Sample of SAMPLE PICKUP/MILE at $12.00 S
Subtotal S

Miscellaneous Charges
4% S.D. SALES TAX S
2% DEADWOOD CITY SALES TAX S
Subtotal S

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

at $ 7.00 § 420.00

420.00

180.00
12.00
192.00

7.68
3.84
11.52

$ 420.00
$ 192.00
$ 11.52

$ 623.52 U.S.

———— ———— ——— ——



Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada &9431
702 (359:9330)

Geochemical
Lab Report
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31467.4 ( COMPLETE )

44] | REFERENCE INFO: NONE GIVEN

CLIENT: BROHM MINING CORPORATION
PROJECT: NONE GIVEN

SUBMTTTED BY: BARRON
DATE PRINTED: 29-SEP-89

NUMBER OF LOKER

ORDER ELEMENT ANALYSES ~ DETECTION LTMIT EXTRACTION METHOD

1 Au Gold 25 0.002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 25 2 -150 25 CRUSH,PULVERIZE -150 25

EXCESSIVE WETNESS/LB 437

REMARKS: 1AT GOLD (29.176)
REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR. ROD MCCLEOD




rerpsp L™ Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report

Sparks, Nevac g89431

702 (359.«9330)‘8' BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

TED: 29-SEP-89
REPORT: R89-31467.4 W PROJECT: NONE GIVEN PAGE 1

SANPLE ELEMENT Ao
NUMBER UNITS  OPT
22 R89-561 300-305 0.002
72 R89-561 305-310 0.005
72 R89-561 310-315 0.007
72 R89-561 315-320 0.006
72 R89-561 320-325 0.005
22 R89-561 325-330 0.003
22 R89-561 330-335 0.005
72 R89-561 335-34D 0.003

~BHRCATE— ot
22 R89-561 340-345 0.002
72 R89-561 345-350 0.002
22 R89-561 350-355 0.002
72 R89-561 355-360 <0.002
72 R89-561 360-365 0.007
22 R89-561 365-370 0.065
22 R89-561 370-375 0.054
72 R89-561 375-380 0.042
72 R89-561 380-385 0.071
22 R89-561 385-390 0.016

bt Bl ) N

72 R89-561 390-395 0.018 lalt/ linicie [ ,*
72 R89-561 395-400 0.029 [ 11§ =Y U [V,
72 R89-561 400-405 0.013 N I o ;
22 R89-561 405-410 0.022 18 080, - '
72 R89-561 410-415 0.018 —d | ¢ T2 /

72 R89-561 415-420 0.006 - | ——— |
22 R89-561 420-425 0.002 {00 DU 1/ r




BROHM MINING CO-

@E@ENE‘B

’—‘_-.———-



B TN e, o m 8 e T . - i A B LN e ) i SN il e PO e s 10 MRS Ol v AT A < cpne L L o i e ek TN AR TR VAR i QT e s vk e 3 4 B2 RO a C D e AT e gt il g - - DAL 5 A SIS 5 R M-S B Sy W Dt S5 PRI . s WP

e s

Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
BONDAR-CLEGG

702 (359-9330)

Invoice : RO076597, Page 1
BROHM MINING CORPORATION

MR. JIM BARRON Date : 29-SEP-89
PO BOX 485
DEADWOOD, SOUTH DAKOTA Report No: R89-31467.4
57732 Project : NONE GIVEN
Reference: NONE GIVEN
1 BARRON
| 25 Analyses of Gold at $ 7.00 5 175.00
| Subtotal $ 175.00 $ 175.00

Sample Preparation
25 Samples of CRUSH,PULVERIZE -150 at $ 3.00 § 75.00
437 Samples of EXCESSIVE WETNESS/LB at $ 0.20 S 87.40
Subtotal S 162.40 S 162.40

Miscellaneous Charges

4% S.D. SALES TAX S 6.50
2% DEADWOOD CITY SALES TAX S 3:25
Subtotal S 9.75 S 9.75
Invoice Total: S 347.15 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Contractor Z_A ’\13) Coordinates Project ﬁ‘/ /5 Aﬂ"/? £5 de/ Hole No.w 42) '
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Hole Size Bearing __ Inclination_ —. Date Started 7{/‘7/87 Property L[?//ll E—Q/jLC
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